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Motivation
[ Study new anode material systems for thin film lithium ion rechargeable batteries ]

Major Accomplishments
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Impact

Development of new generation thin film batteries using the CugSn, film anode Artificial Retina

for micro or embedded batteries for electronic and medical applications

/ Future Work \
Preparation of thin films :
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